
 
 
 
  
 
 
 
                                                    
                                            

            
    Ecologically clean, 

    does not contain poisonous  

   elements, does not destroy 

  a metallic surface  

 

PE «RUSLAN & LUDMILA» 

 
 
 
 
 
 
 

 

Presents - an universal modifier 

of blight is soil - passivating is a 

preservative, is from organic 

chelate compounds 



 PROBLEM 
Corrosion is a spontaneous  process of destruction of 

metal under influence of environment 

 
 

 
Ukraine, Russia 
12% is a loss of metal - fund / year 
30% - the loss of producible threw/a year 

 
 

 
THE USA 
a 21 milliard $ of USD is expenses on 
a fight against corrosion of military 
objectives 



Made on the method of "soluble coffee"; 

Inflicted by a comfortable method; 

Eliminates a sandsweeping; 

Cuts prime cost building and installation works on 

50-70%; 

DECIDED TASKS 

 

Repair and building of boats and metal 

structures; 

 

Fight against corrosion in ballast 

tankas at checkup; 

 

Corrosion protection the mortgaged 

details at building and modernisation 

of building and building; 

 

Prophylaxis and repair of pipelines and 

main gas pipelines. 



How does it work? 
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Evident example of treatment of metallic constructions  on 

the ballast tankas of dry-cargo ship “ANDOR" by a 
transformer "CONTRRUST" 

 

State of surface 

«D»  ISO  8501-1 

Preparation 

"CONTRRUST" on an 

object 

Causing “ CONTRUST" 

BASSETERRE  

IMO 8230285 

The system  of coverage is 

inflicted 

Dry concentrate "Contrrust" 

modification " B" 



A good example of reducing the salt rust modifier «CONTRRUST» 

 

 

 
 

 

 

 

 

 

 

 

 

 



Reconstruction of petroleum platform by means of 

" Contrrust"  in Sochi 



State of surface in the ballast tankas of motor ship 

" KAMA" on expiration 8 after repair, Kyiv 

Hearths of corrosion it is not educed in a ballast tank 



Building of the Sumy market in Kharkiv 

 



Str. Solomenskaya, 2a, Kiev 

Start of construction of 1978. In the preservation stage 21 years, 

put into operation in 2006 



Anti-corrosion treatment of car, Norway 



                           - It is used on steel structures in all spheres 

of the national economy 



Compliant  
 

 
 
 
 
 



 

Why are we better than others? 

Safety 
Ecological 

Do not 
destroy 
the 
surface 

It does not 
require 
additional 
treatment 

Reduced 
labor costs 

Protection 
against re-
corrosion, 
passivation 

Work hard 
- accessible 
places 

No need primer 
before painting 

Preparations acid 

type 
- - - - - - - 

+ + + + + + + 

Converters - 

primers not acid 

type 

- + + + - + - 

Thermal methods 

of cleaning 
- - - - - - - 

Mechanical 

cleaning methods 
+ - - - - - - 



                   Our achievements 
 

grandee #FSCX-14-60600-0 fund 

CRDFGLOBAL (США) 

  





 

 
                             

 

 
 

 
 

 

 

Thank you for attention! 

 

Sincerely, 

director 

Galina Vysotskaya 

 

tel. +380 67 2336544, +380 95 8486796 

e-mail: contrrust@gmail.com, vln27@mail.ru     

   

 www.contrrust.com.ua  

PE "Ruslan and Ludmila“ 

developer and manufacturer of 
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